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CUSTOMER NAME: XIAMEN YINXIANG ARTIFICIAL MARBLE  CO.,LTD. 

ADDRESS: ROOM 307-2, NO.10 DUIYING ROAD, JIMEI  DISTRICT, XIAMEN 

CITY  ,CHINA 

Sample Name : ARTIFICIAL MARBLE

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

***********
Date of Receipt : 2024-03-22

Testing Period : 2024-03-22 ~ 2024-03-29

Test result(s)   : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services Co.,Ltd. Xiamen Branch.

Bryan Hong
Authorized signatory



TEST REPORT
No.   : XMIN2403000470CM01_EN
Date : 2024-03-29
Page: 2 of  3

Chemical composition analysis

Test method:
BS EN ISO 12677:2011

Test results:

Test item Test results, %
SiO2 0.10
Al2O3 0.03
Fe2O3 <0.01
CaO 51.53
MgO 0.16
K2O 0.01

Na2O 0.04
TiO2 0.39
MnO <0.01
P2O5 <0.01
SO3 <0.01
BaO <0.01
ZnO <0.01
ZrO2 0.01

Loss on ignition 47.75
Note: The above test project/method was carried out by subcontractors.
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Original Sample Photo:

********End of report********
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